
 

 

 

 
 

 
 

 
 

 
 

 
 

 
 

 
 

 
 

 

 

 
 
 

ATHLETIC MIX PACKING BLEND MOUND MIX 
 
 

1. Pro Gold Athletic Mix Packing Blend shall consist of a sandy clay loam soil screened at a 
2mm minus as produced by Gail Materials. The ratio of Sand to Silt plus Clay shall be in 
the range of 60:40 with a deviation of ± 5% 

2. For new installation place Athletic Mound Mix as illustrated in the following graphic; 

 

3. Proper moisture of the Athletic Mound Mix is critical at the time of installation and must 
be maintained after installed. The use of a professional pitcher’s mound tarp will correctly 
balance moisture of the Athletic Mound Mix. 


